Specification of Polyethylene Glycol (PEG) 1000

Sr. Parameter Specification Parameter Unit | Test Method
No.
1 Appearance White to off white waxy ETM-01
solid
2 PH (5% Distilled Water) 45-75 ETM-02
3 Moisture Content Max 1.0 % ETM-03
4 Acid Value Max 0.50 mgKOH/gm ETM-04
5 Hydroxyl Value 102 -125 mgKOH/gm ETM-06
6 Average Molecular 900 -1100 ETM-58
Weight
7 Solubility 5% in Water Soluble ETM-11

Packing: Carboys / Drums as per availability

Disclaimer: The information contained herein with regards to all products specification, is
based on technical data and tests which we believe to be reliable. However, we assume
no responsibility for results obtained or damage, if any, incurred through the application
of data given, since conditions of use are outside our control.




