
Specification of POLYETHYLENE GLYCOL (PEG) 600

Sr. No. Parameters Specification
1 Appearance @25¢XC Clear Colourless Liquid/ Paste
2 Moisture w/w(%) 0.20 Max
3 PH (5% aq.soln.) 6.0-7.0
4 Hydroxyl Value(mgKOH/g) 180.0-195.0
5 Viscosity @98.9¡Ó0.3¢XC(cst) 10.00-11.00
6 Solubility Complete Solubility In Water
7 Completeness & Colour Colourless
8 Arsenic(ppm) 3.0 Max
9 Heavy Metal(ppm) 5.0 Max

10 Free EO(ppm) 10.0 Max
11 1.4 Dioxane(ppm) 10.0 Max
12 Residue On ignition (%) 0.05 Max
13 Organic Volatile Impurities Complies With GLC
14 Average Molecular wt 570.0-630.0
15 Aldehyde Content(ppm) 30.0 Max
16 Limit Of MEG+DEG(%) 0.25 Max

Disclaimer: The information contained herein with regards to all products specification, is 
based on technical data and tests which we believe to be reliable. However, we assume no 
responsibility for results obtained or damage, if any, incurred through the application of 
data given, since conditions of use are outside our control.


